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Tale report 1s issgued to give nomlnal centor values
for commonly usad grid windirng wires. Due to dif-
farences in density flgures between vendora the
laterial Purchasing Specificetion (1P) values may
not be in exsct agreement. P values for additional
alzes of wirss will be apecified by interpolation or
calculatlion from exiafing P valuese.

uaibht limits on a plue and minus 3.0% basla are alao
given., While thls 1s the limlt desired by the vendors,
the Raytheoa purchage limits are determlined by re-
quirements of tube characteristics and weight limits

are apsa 1fiaz by aralogy with other grid wires.

The amount of the premium charge--1f any--for clogser

. tolerarces will depend on the grid material.

(A.C.Re)

[

Tables of all the grid winding wires'used at Raytheon
have been prepared and are enclogsed. These are:

1o Wolybdenun 5. Gridnie B (Driver-liarris)
2. Tungsten 6. Gridnic 7T (Drxver—narris)

‘3. Molybdenun Alloy A {(Kemet) 7. #93 Alloy (RCA)

4., Hastelloy HE (Remnu) ; . #2131 L1lloy (Cohn)

These tables were developed by several hundred experi-
mental determinations of weight and slze for the differant
wires. The statlstical a\urnges of this data and 95% of
the deviations fromn these cvereges were found to be
satlafied by the followling aquaiion.

Vits . (mag/200 mm ) P (K+3% of K) (aiam)®

=l being & conatant different Tor each alloye.

™e X values ar9 as follous:

1. MOldeQnum 1,020 ' 5, Gridnilc & 905
2. Tungsten 1.96 - 6, Gridnlec T «885
%, lMolybdenum Alloy A »910 7. #93 Alloy . 052
4o Haﬂtalloy HB - 2948 B. #2131 Alloy 0920

The +5” deviation allowed in the uppar & lower wh.
- the deviation allowed the vendora in our Pa, All wh.-size values avallable

For slzes not given in the tableas, use tha above constants
and formula.
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linmits as well within

in the llteraturs fall withia the 1llated ranges fc‘ the particular:ﬂfzes &

ova o



TD“’?I’ Po 2, Revo 0

1lolybdanum Feb. 12, 1945

Vt. (mg/200 mm) = 1.010 (diam)@
’ to o
1.050 (diam)

Diametor Lower Limit Upper Limit Dismeter Lower Limit Upper Iimit
mgs/200 mm mga/200 rm mga/c00 rm mgs/200 mm

» 0010 1.01 ' 1.05 . 0048 28 .30 24.22
»0011 1.22 1.2% L0050  25.24 26.22
,0012 1.45 1.51 . 0052 . 2%.30 28,41
.0013 1.71 L7 . 0054 29,43 30,62
. 0014 1.98 2003 - 0055 30.575 31.80
<0015 2,28 2,36 - 0056 B1.72 32,08
.0016 2,58 2,69 .0058 34.00 35.%35
,0017 2,92 . 3.04 . 006 36.39 37 .80
+0018 3,28 5440 - 0063 40.30 41.70
,0019 3,64 3.78 0065 42,70 44.30
0020 4,04 4.2 . .0068 46,70 48,60
,0022 4,88 5407 0070 49,50 51.50
,0024 5,82 6.06 L0073 53,80 55,90
.0025 632 657 .0075 56480 59,90
.0026 .82 7 0 O L0078 6104 63,80
0028 7.92 . 8,23 0080 64,7 87,2
0030 9,09 Q.45 .0033 69.6 72.4
,0032 10.35 10,78 0085 72,9 75.8
»D033 10.99 11,43 - 0088 78,2 31,4
0034 11.68 12.12 0090 81.8 85,1
,0035 12.38 12.88 0093 8704 90.8
0036 13.08 13 .60 . 0095 91.2 94.8
0038 14,59 15.17 ,0098 97 .0 . 100.8
<0040 16.17 16 .80 0100 101.0 105.0
0043 18.69 19.43

- 00445 19.845 20,795

0045 20,23 21,25

0 0047 22.31 . 23.20



Tungsten | ) 3

Wt, (mg/200 mm) & 1.80
to (diam)2
2,02

) Diameter Lower Limit Upper Limit Dianmster Lower Limit Upper Limlt
. mg8/200 mm  mgs/200 ma T Wmee/200 tm mgs/2C0 mm

0010 1,90 2,02 +COBO 47 .5 50,8
+0011 2.30 0 .44 <0052 . Bl.% 54,5
20012 2,74 2,91 0054 - 55 .5 59,0
20013 35.81 5.42 « Q058 - 59,7 83,5
+0014 .78 . 3,96 - 0058 64,0 88,0
.0015 4,27 4.54 « 006 68,4 72,7

. .0016 4.86 5,16 s 0063 7505 80,2
- 0017 5.48 5,84 L0065 80,2 . 85,0
.0018 6,15 6.54 «0068 87.7 93.1
00018 6086 7 .30 « 0070 93,2 990
00020 ‘7060 8008 . 00073 101&5 10’?95
. 0022 9,20 9.78 Neloy i3 107.0 113,
60024 ‘ 100 95 11 9.62 . 00078 115 Q 5 1230
+ 0025 11.9 12,86 .0080 124. 129.

. .0026 12.9 v 13,7 » 0083 131, 139,
(i ,o0028 14.9 15.8 0085 137, 146.
20030 17.1 18.2 <0088 147, 156, -
. 0032 19.5 20,7 « 0090 154, 164,
+ 0033 20.7 - 22,0 , 0093 164. 174.
. 0034 21,9 . ' 23.4 . 0095 172. 183,
00035 038.3 24.8 0008 181 . 192,
. 0036 24.6 26,2 .0100 190, 202,
00038 27 04.' . ; 29@2 '
20040 50.4 32.3
» 0043 35.1 37 04
00045 38.5 40.8
- 0047 42.0 44.7

<0048 435.7 46.5

()



Molybdsnum Alloy A (Kemet ) ' 4

Wt. (me/200 mm) = .883
‘ to (diam)2
2937

Diameter Lower Limlt TUpper Limit Diameter Lower Liml:t U ér Limit
' mgs/200 mm

mga/200 mn mgs/200 mn m3a/200 mm
«0010 + 883 « 937 « 0047 19.6 20,7
« 0011 1,068 1.132 « 0048 20.4 21,7
0012 1.27 1,38 s 0050 22.5 23.4
« 0013 1.49 1.5€ 0052 24.00 25.4
«0014 1,73 1.84 0054 25.8 27.4
« 0018 1.99 212 0056 27.8 20.4
«0016 2.26 £.40 + 0068 29.7 31,6
0017 255 2,71 « 006 31.8 5367
«0018 2:.86 3004 . 20063 351 3.2
«0019 319 5.39 20065 37.2 59,5 -
@ 0020 30 53 3 [ 75 40068 4007 . ‘43@2
«0022 4.31 4.54 20070 43.2 45,9
0024 5,08 5.42 0073 47,2 50,0
« 0025 5.52 5.86 « 0075 49,6 52,6
© 00026 : 5096 GoBH ’ <0078 53.7 56,9
- 0028 6.92 7«35 « 0080 56.56 59,9
0030 7.95 8,43 +00E3 60.8 64.6
00032 9.08 9.60 - 0085 63,7 6,6
0 0033 9.60 10,02 0088 68,8 72 .6
0034 10.02 10.82 » 0090 71:.6 76,0
- 0035 10,80 11.49 + 0093 76.4 8l.1
« 0036 - 11.42 12,20 0095 79.8 84,86
» 0038 12,70 13.52 0098 86,5 91,9
+ 0040 14.12 15.00 « 0100 N 88,3 93,7
« 0043 16,35 17.30

« 0045 18.8 19.0 '



Hastelloy HB (Kemet) 5

Wt (mg/200 mm) =  .920

to (diam)2
_ « 976
Diameter Lower Limlt Upper Limit. Dlameter Lcewer Limlt Upper Limlfy
mga/200 mm  mgs/£00 mm mes/200 mm W mgs/ 200 mm

» 0010 0920 « 976 0 0047 20,15 21,6
20011 l.11 1.,18 « 0048 2l.2 22.42

- «0012 1,325 1.4l s GOS0 23.0 24.6
»0013 1.55 1.65 00052 24,9 26.4
20014 1.80 L 1.91 7 ,0084 26.8 28,5
» 0015 2.07 2019 20066 28,7 ‘ 30,6
s 0016 2036 2.49 « 0068 31.0 32.8
« 0017 2.66 2.82 0 006 33:2 34.8
0018 2,98 3016 200683 36" 38.4
20019 3632 S.42 « 0065 38.8 40,7
2 0020 3068 3090 <0068 42.4 44.85
- 0022 4.45 4,72 « 0070 45,2 47.3
« 0024 5.20 5.62 « 0073 49.2 8l.5
» 0025 5.74 6.10 « 0075 51.% 54.2
20026 6.22 6,60 « 0078 56.0 58,7
+0028 7.21 7065 « 0080 58.8 61.3
<0030 8,27 8,78 + 0083 - 63.4 66.5
20032 S.45 10.00 0 Q085 66.4 69.7
2 0033 10.00 10.62 » 0088 71.2 74,7
« 0034 10.62 11.25 » 0080 : TS 78,3
« 0035 11.25 11,95 » 0093 79.5 83,8
+ 0036 . 11.9 12,656 +'2095 83,1 87.2
+ 0038 13.3 14.1 0098 B87.3 91.8
» 0040 14.6 15.6 . »0100 $2.0 97.6
20043 17.02 18,05

« 0045 18,65 20.00



Gridnic E (Lriver-larrig) S 6

Wt. (mg/200 nm) e o878

to (diam)@
0932
Diameter Lower Limlt Uppexr Lilmib Diameter Lower Limlit Un ar'LimLE
mga . m38/ 200 mgs?%ﬁﬁ mm mga/e0 mn
0010 878 +932 .0050 22,0 23,15
.0011 1.056 1013 - 0052 23.8 25.4
«0012 1.26 1.34 00564 25, > 27:2
0013 l.48 1.57 0056 27.6 28.2
» 0014 1.72  1.83 - 0058 295 3103
0015 1.97 2:.09 + 006 3167 3566
. 0016 2:.24 2.33 ' <0063 84D 36.9
<0017 2.54 2.69 ~ 0065 37,0 - 39.2
20018 2.84 5,02 - 0068 . 40,5 43,0
0019 3.08 3,38 « 0070 45,2 : 45,5
0020 3052 3,73 « 073 45.8 49,86
.00?2 4.25 4.51 - 0 0075 49.4 52,3
<0024 . 5.05 5.38 0078 53,4 56.6
« 0025 5.48 5,82 <0080 56.3 59.6
«0026 5,93 €80 » 0083 60.8 64,0
0028 6.88 730 00885 6304 67.2
0 0030 7,90 3,48 © 20088 67,9 72.0
«0032 9,00 965 20090 71,2 5.4
20033 9.56 10,15 » 0005 79,3 ' 84,1
« 0034 10.15 10,78 200868 86,2 91,2 ¢
00035 10,8 11.40 0100 €7.8 03,2
¢ 0036 11.36 12,00
00383 12,7 13,48
0040 14,05 14,90
0043 16.2 - 17,82
20045 17.8 - 18.8
0 0047 19.4 20,6

0048 20.4 21,6



Oridnic T (Driver-~Harris) 7

Wte (mg/200 mm) = 858
E to (diam)2 .
«912

Diameter Lower Limlt Upper Limit Dismeter Lower Limit Upner Limlt

mga/200 mm  mgs/200 mm - ' - mga/200 mm mgs 200 ma
,0010. -853 .912 0050 21 .4 22.8
,0011 1,038 1.012 . 0062 23,2 24.6
,0012 1,235 1.311 <0054 25,1 26,6
. .0013 1,45 1.52 00056 27,0 28,6
20014 1.67 1.79 . 0058 26.9 3067
»0015 1,93 2.05 006 30,7 33.8
»0016 2,20 2.33 0063 34,1 36.1
o 0017 2 ¢48 2 ® 64: ¢ 0065 56 ™ 2 48 © 4
0018  2.78 2.94 0068 29.4 42,0
,0019 3,01 3,20 . 0070 42,0 44.6
»0020 3,43 % .64 0073 45 .1 48,6
,0022 4,15 4,42 . 0075 48,2 512
,0024  4.94 5,25 . ,0078 52,2 55,3
,0025 5.36 - 5.70. 0080 55,0 5803
,0026 BTl 6.16 0083 59,2 61.3
0028 6.73 7.14 0085 61.8 65,7
»0030 7,73 8.20 .0088 6603 70.5
0032 880 9.35 » 0090 69,5 73.9
.0033 9035 9.91 0095 77.5 82.3
»0034 9,93 10.51 . 0098 84,1 38.2
.0035 10,51 11,18 <0100 85.8 91.2
- 0036 11,11 218
-0038 12.4 13.15
20040 13,7 14.6
»0043 15,9 16.9
00045 1704 % '1804
»0047 19,0 20,1

.0048 . 19,7 21.5 .



#93 4A1loy (RCA) ‘ o : 8

Vits (mg/200 mm) =  .924 5
: to (diam)
<980

Diameter Lower Limlt Upper Limlt Diamater Lowsr Limlt Upper Limit

nza8/200 mm  mgs/200 mm mza/200 mm . mia/200 mm
' .0010 .924 980 .0050 - 2301 24,5
.0011 1.12 1,19 0052 25,0 26,5
0012 1,33 1.40 +0054 27,0 28.6
.0013 1.56 1.66 0056 29,0 30.8
.0014 1.81  1.95 0058 31,0 35,0
<0015 2,08 2,20 006 33,3 35.3
0016 2,27 2,51 20063 36,7 38,9
,0017 2,67 2.83 0065 58,6 41,53
.0018 2,99 © 3,18 0068 42,5 45 .2
,0019 3054 3,55 .0070 45,5 49,1
00020 3070 3@92 veOO73 49@5 5292
90022 4048 4@75 000375 5108 5591 '
.0024 5,53 5,65 . ,0078 5602 59.6
» 0025 5.78 6,15 -0080 59.2 62,7
0026 6.25 6,63 0083 63,6 67.5
0028 7.25 - 7,68 L0088 66 .6 70,7
0030 8,32 8,62 - ,0088 71,6 76,0
0032 9.44 10,05 L0090 V4.4 70,5
.0033 10,09 10,7 0093 . 79,9 84.8
.003¢ 10,68 C11.3 +0095 33,5 38,5
»0035 11.3 12,00 .0098 87,8 93,1
0036 11,95 12.7 .0100 92.4 93,0
00058 15952 1491 , '
+0040 14.8 15.6
-0043 17.1 18.3
+ 0045 18,95 2001
« 0047 2004 21 .6

20048 27,2 2209



#213M Alloy (Cohn)

Diameter Lower Limlt

Wt. (mg/200 mm) =

« 0010
»CO011
»0012
20013

« 0014
20015
+ 0016
20017

00018
20019

20020

20022
« 0024

50025

» 0026
«0028

+ 0030
» 0032
« 0033
« 0034

« 0035
« 0036
20038
+ 0040

00043
00045
20047
20048

mes

+893
1.081
1.29
1.51

1.78
2.01
2.27
2.58

2,90
3.22
3687
4,32

5.15
5.568
6.04
7+00

8,03
9.15
Q.74
1030

10.90
11.55
12,9
14.3

16,5
18,3
19,7
20.5

mm

Uppor Limit
mga/ 200 mm

» 947
1.14
1.%6
1.60

L.88
2.13
. 2.42
2.73

35,006
3041
3.79
4.57

893

to (dlam)®

« 947

Diameter Lower Limit

« 0080
» 0052
- 0054
+ 0066

-0068
- 006

« 0063
» 0065

» 0068
« 0070
+ 0073
0075

L0078
. 0080

. 0083
« 0085

0088

<0080 .

« 0093
» 0095

0098
« 0100

mgs/ 200 ram

. E2e3
24.1
26.1
28,0

. 30,0
32.2
3545
37,8

4l.2
43.8
477
50.2

H4.3
57.1
6l.4
64.5

690‘1
2.4
7762
80,5

805
89.5

Upper Limlt
mgs /200 mm

23,7
€5.6

27.6

2047

3LleB
Sdol
37.6
4040

4367
46.4
£065
53.2

575
€0.6
€65.2
673

7563

7647
81.8
85,5

85.5
94,7



